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Bobby’s Pond Assay Results – December 13, 2006 
Hole MOA06-013
	
	From

m
	To

m
	Length

m
	Length

ft
	Cu

(%)
	Pb

(%)
	Zn (%)
	Ag g/t
	Au ppb

	Upper
	23.40
	38.20
	14.80
	48.6
	2.36
	0.11
	3.77
	17.30
	204

	Includes:
	23.40
	30.85
	7.45
	24.4
	0.43
	0.20
	7.26
	12.10
	137

	Includes:
	27.50
	30.05
	2.55
	8.4
	0.82
	0.34
	19.20
	27.10
	331

	Includes:
	32.20
	38.20
	6.00
	19.7
	5.28
	0.01
	0.26
	27.60
	331

	Lower
	59.75
	67.24
	7.49
	24.6
	1.10
	0.83
	10.36
	20.70
	293

	Includes:
	65.16
	67.24
	2.08
	6.8
	2.34
	0.60
	27.36
	40.63
	406

	Includes:
	65.74
	66.24
	0.50
	1.6
	1.25
	0.39
	44.40
	18.20
	353


Hole MOA06-011
	
	From

m
	To

m
	Length

m
	Length

ft
	Cu

(%)
	Pb

(%)
	Zn (%)
	Ag g/t
	Au ppb

	Upper
	196.15
	  201.25
	5.10
	16.7
	0.32
	0.15
	2.82
	26.60
	96

	Lower
	208.25
	210.75
	2.50
	8.2
	1.22
	0.41
	6.62  
	10.70
	124


Hole MOA06-010
	
	From

m
	To

m
	Length

m
	Length

ft
	Cu

(%)
	Pb

(%)
	Zn (%)
	Ag g/t
	Au ppb

	
	68.94
	71.75
	2.80
	9.2
	0.53
	0.19
	8.58
	20.43
	261


Hole MOA06-009
	
	From

m
	To

m
	Length

m
	Length

ft
	Cu

(%)
	Pb (%)
	Zn (%)
	Ag g/t
	Au ppb

	
	119.50
	124.50
	5.00
	16.4
	0.18
	0.41
	2.19
	10.99
	166


With respect to diamond drilling, sample analyses and quality assurance/quality control procedures: all holes are NQ sized core which have been photographed, logged, and diamond saw cut at the core logging facility located in Buchans, Newfoundland.  Half of the core is submitted to Eastern Analytical Laboratories in Springdale, Newfoundland for analysis for base metals (zinc, copper, lead and silver) with an AA finish.  Gold is analyzed by 30 gram Fire Assay with an AA finish.  QA QC procedures involve the inclusion of Standards (1 in 20), Blank Samples (l in 20), and Sample Duplicates (1 in 20) using Eastern Analytical's internal Standards and Blank Samples.  True widths will be determined when complete data is available. 

About Mountain Lake Resources Inc.

Mountain Lake Resources Inc. (TSX-V: MOA) is a diversified junior mining and exploration company whose corporate strategy is to build shareholder value through the exploration and development of economically viable mineral properties.  Current projects include: a 100% interest in the Bobby’s Pond Base Metal Project; the Valentine Lake Gold Project, in which Richmont Mines Inc. is earning a 70% interest; and a 25% stake in Etruscan Diamonds (Pty) Limited of South Africa, a revenue generating alluvial diamond miner.  For more information visit: www.mountain-lake.com
For corporate, media, or investor inquiries, please contact: 

Greg Lytle, 

Corporate Communications 

Toll-free: (866) 285-5817  

Vancouver: (604) 839-6946
Email: info@mountain-lake.com






